2 5 2 5 £ Try s8 chinh: 55 8 Hoding Quéc Viét,
TONG CUC TIEU CHUAN PO LUONG CHAT LUONG Cdu Gidy - Ha Noi '
uateSt 1 Directorate for Standards Metrology and Quality Tel: 024 38361399 « Fax: 024 38361199

s & :E & i 4 = Web: www.quatestl.com.vn
TRUNG TAM KY THUAT TIEU CHUAN DO LUONG CHAT LUONG 1 g sé-2: Khu CN Nam Thang Long,

Quality A i ok Bdac TU Liem - Ha Noi
Y FESEGnES G Rligy S Tel: 024 32191002 * Fax: 024 32191001

Sé/No.......... 24/TNS/1095.......... Trang/page: /2.
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TEST RESULT
1. Tén mau thur: Thiét bi xac thye ciin cuée giin chip HN-212 (S/N: Hanel -55000005).
2. Khach hang: Céng ty ¢ phan Truyén Thong Hanel.
3. Luong mau: 1 chiéc.
4. Ngay nhan mau: 11/06/2024.
5. Tinh trang mAu: Nguyén mAu. dung trong hdp gidy.

6. Thoi gian thir nghiém:  Tu ngay: 11/06/2024 dén ngay: 09/07/2024.
7. Ngay hoan thanh: 09/07/2024.

TRUGNG PHONG THU NGHIEM
MOI TRUONG VA HOA CHAT

PHO GIAMPSC

Nayin Nygo Chim

Phiéu két qua nay chi cé gid tri doi véi mau thir do khach hang dwa toi.

This test results is value only for samples taken by customer.

2. Khéng duoc trich sao mét phan két qua nay néu khong duoc si dong ¥ cua trung tam Ky thudt 1.
This test results shall not reproduced except in full, without the written approved of QUATEST 1.

3 Tén mau va tén khdach hang duege ghi theo véu cau ciia khach hang.

Name of sample and customer are written as customer s request.
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TEST RESULT

STT Tén chi tiéu Pon vi Phwong phip thir Tiéu chuin RoHS Két qua
1 Ham wrong Pb % IEC 62321-5: 2013 <0,1 0,032
2 | Ham lugng Cd % IEC 62321-5: 2013 <0,01 0,003
3 | Ham luong Cr®* % IEC 62321-7-2: 2017 <0,1 KPH (GHPH = 0,0006)
4 | Ham luong Hg % AMDI: 2017 =0.1 ( = 0.000 3)
5 | Ham lugng PBBs % IEC 62321-6: 2015 <0,1 KPIT (GIIPIT = 0,0003)
6 | Ham lugng PBDEs % IEC 62321-6: 2015 <0,1 KPH (GHPH = 0,0003)
7 | Ham lugng DIBP % IEC 62321-8: 2017 <0,1 KPH (GHPH :0,001)
8 | Ham lugng DBP % IEC 62321-8: 2017 <0,1 KPH (GHPH = 0,001)
9 | Ham 'vong BBP % IEC 62321-8: 2017 <0,1 KPH (GHPH = 0,001)
10 | Ham lugng DEHP % IEC 62321-8: 2017 <0,1 KPH (GHPH = 0,00])

Ghi chi: KPH: Khing phdt hién; GHPH: Gidi han phdt hién.

This test results is value or m for samples taken by customer.
2. Khong dwoc trich sao mot pfmu két qua nay néu khéng dwoe s dong ¥ ciia trung tam Ky thugt 1.
This test results shall not 1 epr oduced except in full, without the written appi oved of QUATEST 1.
3. Tén mau va tén khdch hang duoc ghi theo véu cau cua khach hang.

Name of \m)wh and customer are written as customer'’s request.
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Phiéu ket qua nav chi co gia tri doi voi mau thir do khdch hang diea t0i.
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